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Test Report

WEGmT:

NO.: SLT240615006-2

T BIR: YNGR A A IR A A

Client: Shenzhen Esun Industrial Co.,Ltd.

ZFt 7 ok TRYITT R Ll X A 1 e DX AL X B e fLIE 55 SRl K= 15A

Client's Address: 15A, Microsoft Ketong Building, No. 55 Gaoxinnan 9th Road, High Tech Community, Yuehai Street,

Nanshan District, Shenzhen.

DL #58 5 BoRE i 12 S B B IR R A

Samples information of the following tests are provided and confirmed by the applicant

AT .
ABS-CF, PA12+CF, PETG-CF, PETG-Lite

Sample Name:
PR /
Mode/Type:
ERLEEA VG REE
Sample Receiving Date: fun s, 2024

ZETY R :
FE AL FI: Jun 15, 2024~Jun 20, 2024
Test Date:
R R 45 5 HZ W T
Test Method&Result: See the next page

R E R it
Test Request Conclusion

MR PR, KR4 4 2011/65/EU J A& 2idk 4 (EU)2015/863 Xf FTEEACHE S AR (Cd) « 4% (Pb).
&K (Hg) « AW (Cr(VI) . ZEEERE (PBBs) « £IR_Jf (PBDEs) . 4F2E T L CHg

(BBP) . 462K _HR T4 (DBP) . 46K W (2-£3 ) fE (DEHP) . 402K —HIR
ST (DIBP) HEATKI. N
As specified by client,according to RoHS Directive 2011/65/EU with amendment (EU) 2015/863 to test
Cadmium (Cd), Lead (Pb), Mercury (Hg), Hexavalent chromium (Cr(VI)), Polybrominated biphenyls
(PBBs), Polybrominated diphenyl ethers (PBDEs) and Phthalates such as Butyl benzyl phthalate (BBP),
Dibutyl phthalate (DBP), Bis (2-ethylhexyl) phthalate (DEHP), and Diisobutyl phthalate (DIBP) in the
submitted sample(s).

Pass

T&ﬁ[ﬁ}i%ﬁﬂ

Corporate publlc number Report anti-counterfeiting query

RERUETHE

Special Seal for TnspectiondTesting

e il 1 SR . oy
Rep:(l)rted by: X ue 'dan §ZUL Approved by: )&I ao J“A

e W% ) e H -

Ins;ected by: A n W& Dat'e:I of issue: Jum 21, 2024

I

A A RR LR B AR RS R A 7
Company: Shandong Lion Testing Technology Service Co., Ltd

ik E QLR BHRSREXEE /X B R 21 5 T RA C-4 T )5
Add: C-4 factory, Daxing Industrial Park, No.21, Shanghai Street, Pilot Free Trade Zone, Yantai Area, Shandong, China
7 i (Complaint Tel):0535-6957815 s 4 (Postcode):264000 Hls #6 (E-mail):kfone@laienTest.com
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Test Report

NO.:SLT240615006-2

WA (Test Method) :

Diisobutyl phthalate (DIBP)

Gioa L pEilE] ioa W7 LR RN
Test Item(s) Test Method(s) Test Equipment(s)
i (Cd) IEC 62321-5:2013 ICP-OES
# (Pb) IEC 62321-5:2013 ICP-OES
& (Hg) IEC 62321-4:2013+A1:2017 ICP-OES
A& (Cr(VI) IEC 62321-7-2:2017 UV-Vis
ZIRECK (PBBs) IEC 62321-6:2015 GC-MS
Z I TRk (PBDEs) IEC 62321-6:2015 GC-MS
AR HER T 2R )
Butyl benzyl phthalate(BBP) IEC 62321-8:2017 GC-MS
SR HER T Big 3
Dibutyl phthalate (DBP) IEC 62321-8:2017 GC-MS
A e — A =
SR R (2-2F ) fig )
Bis (2-ethylhexyl) phthalate (DEHP) IEC 62321-8:2017 GcMs
A 2 — Y =1
E IS ] R IEC 62321-8:2017 GC-MS

HIEER (Test Result) :

HA7 (Unit) : mg/kg

R E REER J7 i HY R EU RoHS 4 R1E
Test Item(s) Test Result(s) MDL EU RoHS Limit

B (Cd ND 1 100

£y (Pb) ND 2 1000

7k (Hg) ND 2 1000

NS (Cr(VI) ND 7 1000
—RIEZE (Monobromobiphenyl) ND 5 _
YRR (Dibromobiphenyl) ND 5 —
=R (Tribromobiphenyl) ND 5 —
VOJREEA (Tetrabromobiphenyl) ND 5 _
FLIREKIE (Pentabromobiphenyl) ND 5 e
7SR (Hexabromobiphenyl) ND 5 —
HIREZK (Heptabromobiphenyl) ND 5 —
JUREEZR (Octabromobiphenyl) ND 5 _
JUREZE (Nonabromobiphenyl) ND 5 aid
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Test Report

NO.:SLT240615006-2

A7 (Unit) : mg/kg

eI H g5 R J5 i H R EU RoHS 184 MR1E
Test Item(s) Test Result(s) MDL EU RoHS Limit

+IREEZE (Decabromobiphenyl) ND 5 —
ZEIKK S (Sum of PBBs) ND — 1000
—JR 2K (Monobromodiphenyl ether) ND 5 —
TR K (Dibromodiphenyl ether) ND 5 —
=R 2KRE (Tribromodiphenyl ether) ND 5 —
VUJR — KWk (Tetrabromodiphenyl ether) ND 5 —
F R ¥ (Pentabromodiphenyl ether) ND 5 —
75 KM (Hexabromodiphenyl ether) ND 5 —
IR " 2KE# (Heptabromodiphenyl ether) ND 5 —
JUIR — % (Octabromodiphenyl ether) ND 5 —
FLIR —2Kf¥ (Nonabromodiphenyl ether) ND 5 —
IR —2KB# (Decabromodiphenyl ether) ND 5 —
£ KBS A (Sum of PBDESs) ND — 1000

AN — F S T L i
But;FEZr;)T I%Jal%at:(%’BP) N 39 1000

2N — FE — TG
Dituy phae (BP) ND 5 100

AT — FRE — (0. ©

];Fsléjstfy%l;(yl()zplih%ﬂi‘e%(D)E%P) R 3 1002

A — i — v
Dﬁﬁﬁfyl Tﬁﬁﬁ%n by o 1000

g 7.
Conclusion:Pass.

£ (Remark) :

ND= Not Detected CRATIMH) (<MDL) ;
J7EA HIBR = Method Detection Limit (MDL) ;
“ = RIE;

"—" = Not specified;

1mg/kg=0.0001% (wt);

DL ARSI & SR S DU R i VR 2 45 2R

The above test results are the results of mixed testing of four samples.
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NO.:SLT240615006-2
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Test Report
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R E )R (Sample Picture) :

T240615006-10~13

Pb/Cd/Hg ¥ FE (Pb/Cd/Hg test process) :

PRERE M T B3N IIDNTER 35wl TH AR pUR/:
Weigh sample and place it in a vessel — Add digestion reagent = Digest the sample => Filtration
PR/ 2 A T VR A P .

Dry Ashing/Alkali Fusion/ — ﬁ)%.@

FA ICP-OES 434t KB FKER Acid Dissolution Residue

Analyzed by < Make up with <
ICP-OES deionized water

pEaali

Solution

Cro il e (3E4J®)  (Cr®* non-metallic test process) :

ERLY N : 7 P A H AR T ; B HNOs, 75 pH {E % 7.5+0.5
Sample weighing Ultrasonic extraction or microwave digestion Add HNOs adjust the pH to 7.5+0.5
FH UV-Vis 23 ¥ P— JIN H2SO4, 5 pH {H% 2.04+0.5 P OB 7]
Analyzed by UV-Vis Add H>SO4, adjust the pH to 2.0+0.5 Add developer
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Cro Rl fE (£&J8)  (Metallic test process) :

B A R TS0 £ S)em? PE/KAHL 10 73h . A
Measure the sample surface area | —=>| Extraction in boiling water for m— Filtration and volume adjustment
(50%5)cm? 10 minutes

!

i UV-Vis 247 : I HsPO4 J2 5 (71
Analyzed by UV-Vis Addition of H3PO4 and color development

PBBs/PBDEs il #i#2 (PBBs/PBDEs test process) :

PRERE T EE AR L) 2 /N WG A BUR
Weigh sample and place it in a thimble —> Soxhlet extraction for about 2 hours —> Concentrate the extract
FI GC-MS 47 o FH B 7 o RS RO A R
Analyzed by GC-MS Make up with organic solvent Transfer the extract into a volumetric flask

482 — R B AR AE  (Phthalate test process) :

WEREGTEE AHUEFIREIL) 6 /N IRAE R IOR
Weigh sample and place it in a thimble —> Soxhlet extraction for about 6 hours —> Concentrate the extract
FI GC-MS 447 S P BLRE % P LR AT A B
Analyzed by GC-MS Make up with organic solvent Transfer the extract into a volumetric flask

PLFZEH
Blank Below

7 (Notes) :
LASH 3 R AR KA R4 (CNAS) AFISE80 %, 1EH4% 5 : CNAS L11111;
This laboratory is accredited by the China National Accreditation Service for Conformity Assessment (CNAS), and the certificate number is: CNAS L11111;
2 A TR 5 (S x e T A ot A7 B 5
The results relate only to the test sample(s);
3 RGARSIG EBMAAE, TEHH SR
This report shall not be duplicated partially except with the written approval of the our laboratory;
AR R ot N2 Rl L B TG
The test reports is invalid without the signature of the approver and the special seal for the report;
S ARG R R A R AR . 2. AR RS SRS H
The data results in this report are used for scientific research, teaching, internal quality control of enterprises, product development and other purposes;
6. AR M BTN ERRE (CMA) B, (UEARIE. #og. MRS > Wik SE H KA .
The report without the certification mark (CMA) is only used for scientific research, teaching, enterprise internal quality control, product development and other
purposes.
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